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true
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Legal Statement

The information provided in this document is based upon reasonable inquiry of our suppliers. This information is subject to change. This information does not in any
way modify existing purchase specifications or existing contractual or other agreements terms between TE Connectivity (or its affiliated companies) and its customers.

Product
Manufacturer 1-207303-3 Amount 21158.232 Version - Identity
Item number
Manufacturer Weight Uom mg Mfr Site Authority
Item Name
Date UOM Each
EUROHS-0508 | Product(s) meets EU RoHS requirement without any exemptions - true
ChinaRoHS- Product(s) is eligible for marking with the e code under China's Measures for Administration of the control of pollution by Electronic Information
0508 Products - true
EUREACH-1213 [Product(s) does not contain REACH Substances Of Very High Concern above the limits per the definition within REACH - Not Available / Not
Reviewed
Product Disclosure
Sub- Level Name Substance Substance Substance Quantity Mass per Unit [UOM Exemption
Item/Material/ Category CAS Concentration
Substance
Sub-ltem 1 206036-1 1.0 13585.0 mg
Material 2 PAG6-GF25 1.0 13585.0 mg
Substance 3 Poly[imino(1,6- | Supplier 32131-17-2 65.5 1.0 8898.175 mg
dioxo-1,6-
hexanediyl)imi
no-1,6-
hexanediyl]
Substance 3 Inorganic Red | Supplier 1043-4-FR52 |6.5 1.0 883.025 mg
Phosphorus
flame retardant
-1SO 1043-4
code #FR(52)
Substance 3 Carbon black [ Supplier 1333-86-4 1.0 1.0 135.85 mg
Substance 3 Glass, oxide, |[Supplier 65997-17-3 25.0 1.0 3396.25 mg
chemicals
Substance 3 Contains No Supplier TE5081-2- 2.0 1.0 271.7 mg
Reportable 0909
TE5081-2
Substances
Sub-Item 1 6-66460-2 16.0 473.327 mg
Material 2 Tin Plate 16.0 1.23000014 mg
Substance Lead Lead/Lead 7439-92-1 0.0999 16.0 0.00122877 mg
Compounds
Substance 3 Tin Supplier 7440-31-5 99.9001 16.0 1.22877 mg
Material 2 Brass Wire 16.0 86.31500019 |mg
Substance 3 Lead Lead/Lead 7439-92-1 0.07 16.0 0.0604205 mg
Compounds
Substance 3 Copper Supplier 7440-50-8 71.5 16.0 61.71523 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 16.0 8.6315E-4 mg
Substance 3 Zinc Supplier 7440-66-6 27.9975 16.0 24.16604 mg
Substance 3 Manganese Supplier 7439-96-5 0.05 16.0 0.0431575 mg
Substance 3 Chromium Supplier 7440-47-3 0.0010 16.0 8.6315E-4 mg
Substance 3 Iron Supplier 7439-89-6 0.05 16.0 0.0431575 mg
Substance 3 Cobalt Supplier 7440-48-4 0.1 16.0 0.086315 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 16.0 0.0086315 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 16.0 0.0086315 mg
Substance 3 Cadmium Cadmium/Cad |7440-43-9 0.01 16.0 0.0086315 mg
mium
Compounds
Substance 3 Mercury Mercury/Mercu [7439-97-6 5.0E-4 16.0 4.3158E-4 mg
ry Compounds
Substance Nickel Nickel 7440-02-0 0.2 16.0 0.17263 mg
Material Gold Plate 16.0 0.843 mg
Substance Gold Supplier 7440-57-5 99.7 16.0 0.84047 mg




Substance 3 Contains No Supplier TE5081-2- 0.3 16.0 0.002529 mg
Reportable 0909
TE5081-2
Substances
Material 2 Stainless Steel 16.0 42.31 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 16.0 0.004231 mg
Substance 3 Cobalt Supplier 7440-48-4 0.35 16.0 0.14809 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 16.0 4.231E-4 mg
Substance 3 Silicon Supplier 7440-21-3 1.0 16.0 0.4231 mg
Substance 3 Manganese Supplier 7439-96-5 2.0 16.0 0.8462 mg
Substance 3 Phosphorus Supplier 7723-14-0 0.05 16.0 0.021155 mg
Substance 3 Chromium Supplier 7440-47-3 19.0 16.0 8.0389 mg
Substance 3 Iron Supplier 7439-89-6 66.4885 16.0 28.13128 mg
Substance 3 Carbon Supplier 7440-44-0 0.15 16.0 0.063465 mg
Substance 3 Molybdenum Supplier 7439-98-7 0.8 16.0 0.33848 mg
Substance 3 Sulfur Supplier 7704-34-9 0.03 16.0 0.012693 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 16.0 0.004231 mg
Substance 3 Cadmium Cadmium/Cad |7440-43-9 0.01 16.0 0.004231 mg
r(T:]cl)L:rq:)ounds
Substance 3 Mercury Mercury/Mercu |7439-97-6 5.0E-4 16.0 2.1155E-4 mg
ry Compounds
Substance 3 Nickel Nickel 7440-02-0 10.0 16.0 4.231 mg
Substance 3 Lead Lead/Lead 7439-92-1 0.1 16.0 0.04231 mg
Compounds
Material 2 Nickel Plate 16.0 5.42899967 mg
Substance 3 Contains No Supplier TE5081-2- 0.2 16.0 0.010858 mg
Reportable 1212
TE5081-2
Substances
Substance 3 Lead Lead/Lead 7439-92-1 0.1 16.0 0.005429 mg
Compounds
Substance 3 Nickel Nickel 7440-02-0 99.7 16.0 5.41271 mg
Material 2 Brass 16.0 337.2 mg
Substance 3 Chromium Supplier 7440-47-3 0.0010 16.0 0.003372 mg
Substance 3 Zinc Supplier 7440-66-6 28.0225 16.0 94.49187 mg
Substance 3 Manganese Supplier 7439-96-5 0.05 16.0 0.1686 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 16.0 0.03372 mg
Substance 3 Iron Supplier 7439-89-6 0.05 16.0 0.1686 mg
Substance 3 Cobalt Supplier 7440-48-4 0.1 16.0 0.3372 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 16.0 0.003372 mg
Substance 3 Copper Supplier 7440-50-8 715 16.0 241.098 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 16.0 0.03372 mg
Substance 3 Mercury Mercury/Mercu |7439-97-6 5.0E-4 16.0 0.001686 mg
ry Compounds
Substance 3 Nickel Nickel 7440-02-0 0.2 16.0 0.6744 mg
Substance 3 Cadmium Cadmium/Cad (7440-43-9 0.0050 16.0 0.01686 mg
g]émounds
Substance 3 Lead Lead/Lead 7439-92-1 0.05 16.0 0.1686 mg

Compounds





                                                                                                                                                                                                                                                                                                                                                                            

