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Legal Statement

The information provided in this document is based upon reasonable inquiry of our suppliers. This information is subject to change. This information does not in any
way modify existing purchase specifications or existing contractual or other agreements terms between TE Connectivity (or its affiliated companies) and its customers.

Product
Manufacturer 292336-1 Amount 3.588695 Version - Identity
Item number
Manufacturer Weight Uom g Mfr Site Authority
Item Name
Date UOM Each
EUROHS-0508 | Product(s) meets EU RoHS requirement without any exemptions - true
ChinaRoHS- Product(s) is eligible for marking with the e code under China's Measures for Administration of the control of pollution by Electronic Information
0508 Products - true
Product Disclosure
Sub- Level Name Substance Substance Substance Quantity Mass per Unit [UOM Exemption
Item/Material/ Category CAS Concentration
Substance
Sub-ltem 1 440261-1 1.0 0.8099 g
Material 2 PBT- 1.0 0.8099 g
GF30FR(17)
Substance 3 Carbonic Brominated 94334-64-2 30.0 1.0 0.24297 g
dichloride, Flame
polymer with Retardants
4,4-(1- (other than
methylethylide [PBBs or
ne)bis[2,6- PBDEs)
dibromophenol]
and phenol
Substance 3 1,4- Supplier 30965-26-5 33.0 1.0 0.267267 g
Benzenedicarb
oxylic acid, 1,4-
dimethyl ester,
polymer with
1,4-butanediol
Substance 3 Furan, Supplier 109-99-9 1.0 1.0 0.008099 g
tetrahydro-
Substance 3 Carbon black [Supplier 1333-86-4 1.0 1.0 0.008099 g
Substance 3 Antimony oxide | Supplier 1309-64-4 5.0 1.0 0.040495 g
(Sb203)
Substance 3 Glass, oxide, |[Supplier 65997-17-3 30.0 1.0 0.24297 g
chemicals
Sub-Item 1 440263-1 1.0 2.44229 g
Material 2 Phos Bronze 1.0 2.396 g
Substance 3 Copper Supplier 7440-50-8 94.6835 1.0 2.26861666 g
Substance 3 Manganese Supplier 7439-96-5 0.02 1.0 4.792E-4 g
Substance 3 Chromium Supplier 7440-47-3 0.01 1.0 2.396E-4 g
Substance 3 Tin Supplier 7440-31-5 4.5 1.0 0.10782 g
Substance 3 Arsenic Supplier 7440-38-2 0.015 1.0 3.594E-4 g
Substance 3 Antimony Supplier 7440-36-0 0.01 1.0 2.396E-4 g
Substance 3 Iron Supplier 7439-89-6 0.1 1.0 0.002396 g
Substance 3 Beryllium Supplier 7440-41-7 0.0010 1.0 2.396E-5 g
Substance 3 Zinc Supplier 7440-66-6 0.3 1.0 0.007188 g
Substance 3 Phosphorus Supplier 7723-14-0 0.1 1.0 0.002396 g
Substance 3 Cobalt Supplier 7440-48-4 0.1 1.0 0.002396 g
Substance 3 Cadmium Cadmium/Cad (7440-43-9 0.01 1.0 2.396E-4 g
mium
Compounds
Substance 3 Lead Lead/Lead 7439-92-1 0.05 1.0 0.001198 g
Compounds
Substance 3 Nickel Nickel 7440-02-0 0.1 1.0 0.002396 g
Substance 3 Mercury Mercury/Mercu |7439-97-6 5.0E-4 1.0 1.198E-5 g
ry Compounds
Material 2 Tin Plate 1.0 0.04629 g
Substance 3 Zinc Supplier 7440-66-6 0.35 1.0 1.6201E-4 g




Substance 3 Contains No Supplier TE5081-2- 0.2 1.0 9.258E-5 g
Reportable 0506
TE5081-2
Substances
Substance 3 Copper Supplier 7440-50-8 15 1.0 6.9435E-4 g
Substance 3 Tin Supplier 7440-31-5 97.85 1.0 0.04529476 g
Substance Lead Lead/Lead 7439-92-1 0.1 1.0 4.629E-5 g
Compounds
Sub-ltem 1 292335-1 1.0 0.336505 g
Material 2 Nickel Plate 1.0 0.0038557 g
Substance Contains No Supplier TE5081-2- 0.2 1.0 7.7114E-6 g
Reportable 1212
TE5081-2
Substances
Substance 3 Lead Lead/Lead 7439-92-1 0.1 1.0 3.8557E-6 g
Compounds
Substance 3 Nickel Nickel 7440-02-0 99.7 1.0 0.00384413 g
Material 2 Palladium- 1.0 1.4E-4 g
Nickel Plate
Substance 3 Palladium Supplier 7440-05-3 80.0 1.0 1.12E-4 g
Substance 3 Nickel Nickel 7440-02-0 20.0 1.0 2.8E-5 g
Material 2 Tin Plate 1.0 0.0033 g
Substance 3 Lead Lead/Lead 7439-92-1 0.0999 1.0 3.2967E-6 g
Compounds
Substance 3 Tin Supplier 7440-31-5 99.9001 1.0 0.0032967 g
Material 2 Gold Plate 1.0 9.3E-6 g
Substance 3 Gold Supplier 7440-57-5 99.7 1.0 9.2721E-6 g
Substance 3 Contains No Supplier TE5081-2- 0.3 1.0 2.79E-8 g
Reportable 0909
TE5081-2
Substances
Material 2 Phos Bronze 1.0 0.3292 g
Substance 3 Phosphorus Supplier 7723-14-0 0.35 1.0 0.0011522 g
Substance 3 Iron Supplier 7439-89-6 0.1 1.0 3.292E-4 g
Substance 3 Arsenic Supplier 7440-38-2 0.015 1.0 4.938E-5 g
Substance 3 Cobalt Supplier 7440-48-4 0.1 1.0 3.292E-4 g
Substance 3 Manganese Supplier 7439-96-5 0.02 1.0 6.584E-5 g
Substance 3 Beryllium Supplier 7440-41-7 0.0010 1.0 3.292E-6 g
Substance 3 Antimony Supplier 7440-36-0 0.01 1.0 3.292E-5 g
Substance 3 Tin Supplier 7440-31-5 7.0 1.0 0.023044 g
Substance 3 Zinc Supplier 7440-66-6 0.3 1.0 9.876E-4 g
Substance 3 Chromium Supplier 7440-47-3 0.01 1.0 3.292E-5 g
Substance 3 Copper Supplier 7440-50-8 91.9385 1.0 0.30266154 g
Substance 3 Nickel Nickel 7440-02-0 0.1 1.0 3.292E-4 g
Substance 3 Lead Lead/Lead 7439-92-1 0.05 1.0 1.646E-4 g
Compounds
Substance 3 Cadmium Cadmium/Cad |7440-43-9 0.0050 1.0 1.646E-5 g
mium
Compounds
Substance 3 Mercury Mercury/Mercu [7439-97-6 5.0E-4 1.0 1.646E-6 g

ry Compounds





                                                                                                                                                                                                                                                                                                                                                                             

