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Legal Statement

The information provided in this document is based upon reasonable inquiry of our suppliers. This information is subject to change. This information does not in any
way modify existing purchase specifications or existing contractual or other agreements terms between TE Connectivity (or its affiliated companies) and its customers.

Product
Manufacturer 5788792-1 Amount 7491.9982 Version - Identity
Item number
Manufacturer Weight Uom mg Mfr Site Authority
Item Name
Date UOM Each
EUR0OHS-0508 |Product(s) meets EU RoHS requirement without any exemptions - true
ChinaRoHS- Product(s) is eligible for marking with the e code under China's Measures for Administration of the control of pollution by Electronic Information
0508 Products - true
Manufacturing Information
J-STD-020 MSL Max Total a Ramp Rate Wave
Rating Wave Time Additional Info
Classification Max Wave 10.0 Ramp Down Psl Rating
Temp Solder Time Rate Reflow
Max Time Psl Rating Package Size 0.0
Within 5 Wave Designator
Time Above 217 Reflow Preheat Max Terminal Base |Cu Alloy
Additional Info Temp Alloy
Preheat bulk Solder NAC Nbr or Reflow Terminal Matte Tin (Sn) - reflowed over
Duration Termination Cycles Plating Nickel (Ni) barrier
Preheat Min Nbr of 0 Component Shape NAC
Temp Instances Temp Spike
Product Disclosure
Sub- Level Name Substance Substance Substance Quantity Mass per Unit [UOM Exemption
Item/Material/ Category CAS Concentration
Substance
Sub-Item 1 748663-5 2.0 127.7 mg
Material 2 Brass 2.0 127.7 mg
Substance 3 Chromium Supplier 7440-47-3 0.0010 2.0 0.001277 mg
Substance 3 Zinc Supplier 7440-66-6 28.0225 2.0 35.78473 mg
Substance 3 Manganese Supplier 7439-96-5 0.05 2.0 0.06385 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 2.0 0.01277 mg
Substance 3 Iron Supplier 7439-89-6 0.05 2.0 0.06385 mg
Substance 3 Cobalt Supplier 7440-48-4 0.1 2.0 0.1277 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 2.0 0.001277 mg
Substance 3 Copper Supplier 7440-50-8 715 2.0 91.3055 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 2.0 0.01277 mg
Substance 3 Mercury Mercury/Mercu |7439-97-6 5.0E-4 2.0 6.385E-4 mg
ry Compounds
Substance 3 Nickel Nickel 7440-02-0 0.2 2.0 0.2554 mg
Substance 3 Cadmium Cadmium/Cad (7440-43-9 0.0050 2.0 0.006385 mg
mium
Compounds
Substance 3 Lead Lead/Lead 7439-92-1 0.05 2.0 0.06385 mg
Compounds
Sub-ltem 1 5749017-1 2.0 289.0182 mg
Material 2 Tri Chrome 2.0 0.0182 mg
Film
Substance 3 Silicate(2-), Supplier 16961-83-4 30.0 2.0 0.00546 mg
hexafluoro-,
hydrogen (1:2)
Substance 3 Contains No Supplier TE5081-2- 10.0 2.0 0.00182 mg
Reportable 1212
TE5081-2
Substances




Substance 3 Chromium Supplier 10060-12-5 60.0 2.0 0.01092 mg
chloride
(CrCI3),
hydrate (1:6)
Material 2 Zinc Alloy 2.0 289.0 mg
Substance 3 Iron Supplier 7439-89-6 0.08 2.0 0.2312 mg
Substance 3 Silicon Supplier 7440-21-3 0.035 2.0 0.10115 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 2.0 0.0289 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 2.0 0.00289 mg
Substance 3 Tin Supplier 7440-31-5 0.0020 2.0 0.00578 mg
Substance 3 Magnesium Supplier 7439-95-4 0.05 2.0 0.1445 mg
Substance 3 Chromium Supplier 7440-47-3 0.02 2.0 0.0578 mg
Substance 3 Copper Supplier 7440-50-8 0.1 2.0 0.289 mg
Substance 3 Cobalt Supplier 7440-48-4 0.1 2.0 0.289 mg
Substance 3 Manganese Supplier 7439-96-5 0.05 2.0 0.1445 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 2.0 0.0289 mg
Substance 3 Zinc Supplier 7440-66-6 95.2145 2.0 275.1699 mg
Substance 3 Aluminum Supplier 7429-90-5 4.3 2.0 12.427 mg
Substance 3 Nickel Nickel 7440-02-0 0.02 2.0 0.0578 mg
Substance 3 Cadmium Cadmium/Cad [7440-43-9 0.0030 2.0 0.00867 mg
ngounds
Substance 3 Mercury Mercury/Mercu [7439-97-6 5.0E-4 2.0 0.001445 mg
ry Compounds
Substance 3 Lead Lead/Lead 7439-92-1 0.0040 2.0 0.01156 mg
Compounds
Sub-ltem 1 747331-3 2.0 154.74 mg
Material 2 Brass 2.0 148.0 mg
Substance 3 Chromium Supplier 7440-47-3 0.0010 2.0 0.00148 mg
Substance 3 Zinc Supplier 7440-66-6 28.0225 2.0 41.4733 mg
Substance 3 Manganese Supplier 7439-96-5 0.05 2.0 0.074 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 2.0 0.0148 mg
Substance 3 Iron Supplier 7439-89-6 0.05 2.0 0.074 mg
Substance 3 Cobalt Supplier 7440-48-4 0.1 2.0 0.148 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 2.0 0.00148 mg
Substance 3 Copper Supplier 7440-50-8 715 2.0 105.82 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 2.0 0.0148 mg
Substance 3 Mercury Mercury/Mercu [7439-97-6 5.0E-4 2.0 7.4E-4 mg
ry Compounds
Substance 3 Nickel Nickel 7440-02-0 0.2 2.0 0.296 mg
Substance 3 Cadmium Cadmium/Cad |7440-43-9 0.0050 2.0 0.0074 mg
Qémounds
Substance 3 Lead Lead/Lead 7439-92-1 0.05 2.0 0.074 mg
Compounds
Material 2 Copper Plate 2.0 3.71 mg
Substance 3 Lead Lead/Lead 7439-92-1 0.1 2.0 0.00371 mg
Compounds
Substance 3 Copper Supplier 7440-50-8 99.9 2.0 3.70629 mg
Material 2 Tin Plate 2.0 3.03 mg
Substance Contains No Supplier TE5081-2- 0.4 2.0 0.01212 mg
Reportable 1212
TE5081-2
Substances
Substance 3 Tin Supplier 7440-31-5 99.5 2.0 3.01485 mg
Substance 3 Lead Lead/Lead 7439-92-1 0.1 2.0 0.00303 mg
Compounds
Sub-Item 1 3-2110962-3 4.0 68.1532 mg
Material 2 Brass 4.0 66.8 mg
Substance 3 Chromium Supplier 7440-47-3 0.0010 4.0 6.68E-4 mg
Substance 3 Zinc Supplier 7440-66-6 28.0225 4.0 18.71903 mg
Substance 3 Manganese Supplier 7439-96-5 0.05 4.0 0.0334 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 4.0 0.00668 mg
Substance 3 Iron Supplier 7439-89-6 0.05 4.0 0.0334 mg
Substance 3 Cobalt Supplier 7440-48-4 0.1 4.0 0.0668 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 4.0 6.68E-4 mg
Substance 3 Copper Supplier 7440-50-8 715 4.0 47.762 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 4.0 0.00668 mg
Substance 3 Mercury Mercury/Mercu [7439-97-6 5.0E-4 4.0 3.34E-4 mg
ry Compounds
Substance 3 Nickel Nickel 7440-02-0 0.2 4.0 0.1336 mg
Substance 3 Cadmium Cadmium/Cad [7440-43-9 0.0050 4.0 0.00334 mg
ngounds
Substance 3 Lead Lead/Lead 7439-92-1 0.05 4.0 0.0334 mg
Compounds
Material 2 Gold Plate 4.0 0.0533 mg




Substance Gold Supplier 7440-57-5 99.7 4.0 0.0531401 mg
Substance Contains No Supplier TE5081-2- 0.3 4.0 1.599E-4 mg
Reportable 0909
TE5081-2
Substances
Material 2 Gold Plate 4.0 0.0206 mg
Substance 3 Contains No Supplier TE5081-2- 0.3 4.0 6.18E-5 mg
Reportable 1212
TE5081-2
Substances
Substance 3 Gold Supplier 7440-57-5 99.7 4.0 0.0205382 mg
Material 2 Tin Plate 4.0 0.0293 mg
Substance 3 Lead Lead/Lead 7439-92-1 0.0999 4.0 2.92707E-5 mg
Compounds
Substance 3 Tin Supplier 7440-31-5 99.9001 4.0 0.02927073 mg
Material 2 Nickel Plate 4.0 1.25 mg
Substance Contains No Supplier TE5081-2- 0.2 4.0 0.0025 mg
Reportable 1212
TE5081-2
Substances
Substance 3 Lead Lead/Lead 7439-92-1 0.1 4.0 0.00125 mg
Compounds
Substance 3 Nickel Nickel 7440-02-0 99.7 4.0 1.24625 mg
Sub-Item 1 749700-2 1.0 2677.75 mg
Material 2 Copper Plate 1.0 11.4 mg
Substance 3 Lead Lead/Lead 7439-92-1 0.1 1.0 0.0114 mg
Compounds
Substance 3 Copper Supplier 7440-50-8 99.9 1.0 11.3886 mg
Material 2 Tin Plate 1.0 9.35 mg
Substance Contains No Supplier TE5081-2- 0.4 1.0 0.0374 mg
Reportable 1212
TES5081-2
Substances
Substance 3 Tin Supplier 7440-31-5 99.5 1.0 9.30325 mg
Substance 3 Lead Lead/Lead 7439-92-1 0.1 1.0 0.00935 mg
Compounds
Material 2 Carbon Steel 1.0 2657.0 mg
Substance 3 Aluminum Supplier 7429-90-5 0.08 1.0 2.1256 mg
Substance 3 Sulfur Supplier 7704-34-9 0.02 1.0 0.5314 mg
Substance 3 Carbon Supplier 7440-44-0 0.02 1.0 0.5314 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 1.0 0.2657 mg
Substance 3 Phosphorus Supplier 7723-14-0 0.02 1.0 0.5314 mg
Substance 3 Chromium Supplier 7440-47-3 0.15 1.0 3.9855 mg
Substance 3 Cobalt Supplier 7440-48-4 0.1 1.0 2.657 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 1.0 0.2657 mg
Substance 3 Molybdenum Supplier 7439-98-7 0.75 1.0 19.9275 mg
Substance 3 Manganese Supplier 7439-96-5 0.4 1.0 10.628 mg
Substance 3 Silicon Supplier 7440-21-3 0.1 1.0 2.657 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 1.0 0.02657 mg
Substance 3 Iron Supplier 7439-89-6 98.1785 1.0 2608.60274 mg
Substance 3 Nickel Nickel 7440-02-0 0.05 1.0 1.3285 mg
Substance 3 Cadmium Cadmium/Cad [7440-43-9 0.01 1.0 0.2657 mg
mium
Compounds
Substance 3 Mercury Mercury/Mercu |7439-97-6 5.0E-4 1.0 0.013285 mg
ry Compounds
Substance 3 Lead Lead/Lead 7439-92-1 0.1 1.0 2.657 mg
Compounds
Sub-ltem 1 1-747251-3 1.0 2992.0 mg
Material 2 PA46-GF30 1.0 2992.0 mg
Substance Antimony oxide | Supplier 1309-64-4 5.5 1.0 164.56 mg
(Sbh203)
Substance 3 Contains No Supplier TE5081-2- 1.6 1.0 47.872 mg
Reportable 0909
TE5081-2
Substances
Substance 3 Aromatic Supplier 1043-4-FR17 [19.5 1.0 583.44 mg
Brominated
flame retardant
with Antimony -
1ISO 1043-4
code #FR(17)
Substance 3 Arsenic Supplier 7440-38-2 0.0060 1.0 0.17952 mg
Substance 3 Hexanedioic Supplier 50327-77-0 43.386 1.0 1298.10912 mg
acid, polymer
with 1,4-
butanediamine
Substance 3 Glass, oxide, |[Supplier 65997-17-3 30.0 1.0 897.6 mg
chemicals
Substance 3 Lead Lead/Lead 7439-92-1 0.0080 1.0 0.23936 mg
Compounds
Sub-ltem 1 3-2110962-9 5.0 81.3438 mg




Material 2 Brass 5.0 80.0 mg
Substance 3 Chromium Supplier 7440-47-3 0.0010 5.0 8.0E-4 mg
Substance 3 Zinc Supplier 7440-66-6 28.0225 5.0 22.418 mg
Substance 3 Manganese Supplier 7439-96-5 0.05 5.0 0.04 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 5.0 0.0080 mg
Substance 3 Iron Supplier 7439-89-6 0.05 5.0 0.04 mg
Substance 3 Cobalt Supplier 7440-48-4 0.1 5.0 0.08 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 5.0 8.0E-4 mg
Substance 3 Copper Supplier 7440-50-8 715 5.0 57.2 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 5.0 0.0080 mg
Substance 3 Mercury Mercury/Mercu |7439-97-6 5.0E-4 5.0 4.0E-4 mg
ry Compounds
Substance 3 Nickel Nickel 7440-02-0 0.2 5.0 0.16 mg
Substance 3 Cadmium Cadmium/Cad |7440-43-9 0.0050 5.0 0.0040 mg
mium
Compounds
Substance 3 Lead Lead/Lead 7439-92-1 0.05 5.0 0.04 mg
Compounds
Material Gold Plate 5.0 0.0533 mg
Substance Gold Supplier 7440-57-5 99.7 5.0 0.0531401 mg
Substance Contains No Supplier TE5081-2- 0.3 5.0 1.599E-4 mg
Reportable 0909
TE5081-2
Substances
Material Gold Plate 5.0 0.0112 mg
Substance Contains No Supplier TE5081-2- 0.3 5.0 3.36E-5 mg
Reportable 1212
TES5081-2
Substances
Substance Gold Supplier 7440-57-5 99.7 5.0 0.0111664 mg
Material Tin Plate 5.0 0.0293 mg
Substance Lead Lead/Lead 7439-92-1 0.0999 5.0 2.92707E-5 mg
Compounds
Substance Tin Supplier 7440-31-5 99.9001 5.0 0.02927073 mg
Material Nickel Plate 5.0 1.25 mg
Substance Contains No Supplier TE5081-2- 0.2 5.0 0.0025 mg
Reportable 1212
TE5081-2
Substances
Substance 3 Lead Lead/Lead 7439-92-1 0.1 5.0 0.00125 mg
Compounds
Substance 3 Nickel Nickel 7440-02-0 99.7 5.0 1.24625 mg





                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                               

