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Legal Statement

Supplier
Acceptance

true

Legal Statement

The information provided in this document is based upon reasonable inquiry of our suppliers. This information is subject to change. This information does not in any
way modify existing purchase specifications or existing contractual or other agreements terms between TE Connectivity (or its affiliated companies) and its customers.

Product

Manufacturer
Item number

1825008-3 Amount 1715.99999996 Version - Identity

Manufacturer
Item Name

DRD16CRAE04
=Rot
Dip,R/A,w/comp

Weight Uom mg Mfr Site Authority

Date UOM Each

EURoHS-0508 Product(s) meets EU RoHS requirement without any exemptions

ChinaRoHS-
0508

Product(s) is eligible for marking with the e code under China's Measures for Administration of the control of pollution by Electronic Information
Products

EUREACH-1214 REACH Candidate Substances of Very High Concern ARE NOT Contained in the Product Above the Limits per the Definition within REACH

Manufacturing Information
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Product Disclosure

Sub-
Item/Material/
Substance

Level Name Substance
Category

Substance
CAS

Substance
Concentration

Quantity Mass per Unit UOM Exemption

Material 1 L-SPRING-
Stainless Steel

1.0 42.0 mg

Substance 2 Nickel Nickel 7440-02-0 7.0 1.0 2.94 mg

Substance 2 Manganese Supplier 7439-96-5 2.0 1.0 0.84 mg

Substance 2 Iron Supplier 7439-89-6 74.0 1.0 31.08 mg

Substance 2 Chromium Supplier 7440-47-3 17.0 1.0 7.14 mg

Material 1 M-PLATE-Gold
Plating

1.0 0.042 mg

Substance 2 Gold Supplier 7440-57-5 100.0 1.0 0.042 mg

Material 1 ROTOR-PA6T 1.0 130.0 mg

Substance 2 Glass, oxide,
chemicals

Supplier 65997-17-3 30.0 1.0 39.0 mg

Substance 2 Benzene,
ethenyl-,
homopolymer,
brominated

Supplier 88497-56-7 20.0 1.0 26.0 mg

Substance 2 Polyamide
Homologous
Polymer Series
- ISO 1043-1
Term PA6T/66

Supplier 1043-1-
PA6T/66

43.4 1.0 56.42 mg

Substance 2 Antimonate
(SbO31-),
sodium (1:1)

Supplier 15432-85-6 4.0 1.0 5.2 mg

Substance 2 Titanium oxide
(TiO2)

Supplier 13463-67-7 2.6 1.0 3.38 mg

Material 1 COVER-PPS 1.0 207.99999999 mg

Substance 2 Glass, oxide,
chemicals

Supplier 65997-17-3 40.0 1.0 83.2 mg



Substance 2 Benzene, 1,4-
dichloro-,
polymer with
sodium sulfide
(Na2S)

Supplier 26125-40-6 60.0 1.0 124.8 mg

Material 1 M-PLATE-
Nickel Plating

1.0 0.15 mg

Substance 2 Nickel Nickel 7440-02-0 100.0 1.0 0.15 mg

Material 1 M-PLATE-
Copper
Beryllium Alloy

1.0 34.808 mg

Substance 2 Iron Supplier 7439-89-6 0.2 1.0 0.069616 mg

Substance 2 Beryllium Supplier 7440-41-7 2.0 1.0 0.69616 mg

Substance 2 Copper Supplier 7440-50-8 97.4 1.0 33.90299 mg

Substance 2 Cobalt Supplier 7440-48-4 0.2 1.0 0.069616 mg

Substance 2 Nickel Nickel 7440-02-0 0.2 1.0 0.069616 mg

Material 1 F-PLATE-Gold
Plating

1.0 0.078 mg

Substance 2 Gold Supplier 7440-57-5 100.0 1.0 0.078 mg

Material 1 PLATE-
Phosphor
Bronze

1.0 279.99999999 mg

Substance 2 Iron Supplier 7439-89-6 0.1 1.0 0.28 mg

Substance 2 Phosphorus Supplier 7723-14-0 0.35 1.0 0.98 mg

Substance 2 Tin Supplier 7440-31-5 9.0 1.0 25.2 mg

Substance 2 Copper Supplier 7440-50-8 90.33 1.0 252.924 mg

Substance 2 Zinc Supplier 7440-66-6 0.2 1.0 0.56 mg

Substance 2 Lead Lead/Lead
Compounds

7439-92-1 0.02 1.0 0.056 mg

Material 1 F-PLATE-
Nickel Plating

1.0 1.5 mg

Substance 2 Nickel Nickel 7440-02-0 100.0 1.0 1.5 mg

Material 1 S-BALL-Steel 1.0 8.0 mg

Substance 2 Silicon Supplier 7440-21-3 0.25 1.0 0.02 mg

Substance 2 Carbon Supplier 7440-44-0 1.03 1.0 0.0824 mg

Substance 2 Manganese Supplier 7439-96-5 0.25 1.0 0.02 mg

Substance 2 Iron Supplier 7439-89-6 97.0 1.0 7.76 mg

Substance 2 Sulfur Supplier 7704-34-9 0.01 1.0 8.0E-4 mg

Substance 2 Chromium Supplier 7440-47-3 1.45 1.0 0.116 mg

Substance 2 Phosphorus Supplier 7723-14-0 0.01 1.0 8.0E-4 mg

Material 1 FRAME-PPS 1.0 141.0 mg

Substance 2 Glass, oxide,
chemicals

Supplier 65997-17-3 40.0 1.0 56.4 mg

Substance 2 Benzene, 1,4-
dichloro-,
polymer with
sodium sulfide
(Na2S)

Supplier 26125-40-6 60.0 1.0 84.6 mg

Material 1 CASE-PPS 1.0 694.99999998 mg

Substance 2 Benzene, 1,4-
dichloro-,
polymer with
sodium sulfide
(Na2S)

Supplier 26125-40-6 60.0 1.0 417.0 mg

Substance 2 Glass, oxide,
chemicals

Supplier 65997-17-3 40.0 1.0 278.0 mg

Material 1 O-RING 1.0 22.0 mg

Substance 2 Carbon black Supplier 1333-86-4 50.0 1.0 11.0 mg

Substance 2 Hexanedioic
acid, 1,6-bis[2-
(2-
butoxyethoxy)e
thyl] ester

Supplier 141-17-3 3.0 1.0 0.66 mg

Substance 2 Zinc oxide
(ZnO)

Supplier 1314-13-2 4.0 1.0 0.88 mg

Substance 2 2-
Propenenitrile,
polymer with
1,3-butadiene

Supplier 9003-18-3 43.0 1.0 9.46 mg

Material 1 F-PLATE-
Brass

1.0 153.422 mg

Substance 2 Copper Supplier 7440-50-8 68.0 1.0 104.32696 mg

Substance 2 Iron Supplier 7439-89-6 0.05 1.0 0.076711 mg

Substance 2 Zinc Supplier 7440-66-6 31.9 1.0 48.94162 mg

Substance 2 Lead Lead/Lead
Compounds

7439-92-1 0.05 1.0 0.076711 mg



                                                                                                                                                                                                                                                                                                                

