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Legal Statement

The information provided in this document is based upon reasonable inquiry of our suppliers. This information is subject to change. This information does not in any
way modify existing purchase specifications or existing contractual or other agreements terms between TE Connectivity (or its affiliated companies) and its customers.

Product

Manufacturer
Item number

205204-4 Amount 4.81505 Version - Identity

Manufacturer
Item Name

CRIMP SNAP
PLUG
ASSY,SIZE 1

Weight Uom g Mfr Site Authority

Date UOM Each

EURoHS-0508 Product(s) meets EU RoHS requirement without any exemptions

ChinaRoHS-
0508

Product(s) is eligible for marking with the e code under China's Measures for Administration of the control of pollution by Electronic Information
Products

EUREACH-0615 REACH Candidate Substances of Very High Concern ARE NOT Contained in the Product Above the Limits per the Definition within REACH

Manufacturing Information

J-STD-020 MSL
Rating

Max Total a
Wave Time

Ramp Rate Wave
Additional Info

Classification
Temp

Max Wave
Solder Time

0.0 Ramp Down
Rate

Psl Rating
Reflow

Max Time
Within 5

Psl Rating
Wave

Package
Designator

Size 0.0

Time Above 217 Reflow
Additional Info

Preheat Max
Temp

Terminal Base
Alloy

Cu Alloy

Preheat
Duration

bulk Solder
Termination

NAC Nbr or Reflow
Cycles

Terminal
Plating

NAC

Preheat Min
Temp

Nbr of
Instances

0 Component
Temp Spike

Shape NAC

Product Disclosure

Sub-
Item/Material/
Substance

Level Name Substance
Category

Substance
CAS

Substance
Concentration

Quantity Mass per Unit UOM Exemption

Sub-Item 1 09,PLUG,INSE
RT,FRONT

1.0 0.391 g

Material 2 PBT-I-GF30-
FR(17)

1.0 0.391 g

Substance 3 Dolomite
(CaMg(CO3)2)

Supplier 16389-88-1 0.5 1.0 0.001955 g

Substance 3 Glass, oxide,
chemicals

Supplier 65997-17-3 35.0 1.0 0.13685 g

Substance 3 Benzenepropa
noic acid, 3,5-
bis(1,1-
dimethylethyl)-
4-hydroxy-,
1,1-[2,2-bis[[3-
[3,5-bis(1,1-
dimethylethyl)-
4-
hydroxyphenyl]
-1-
oxopropoxy]me
thyl]-1,3-
propanediyl]
ester

Supplier 6683-19-8 0.2 1.0 7.82E-4 g

Substance 3 Furan,
tetrahydro-

Supplier 109-99-9 0.2 1.0 7.82E-4 g

Substance 3 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

3.0 1.0 0.01173 g

Substance 3 Talc
(Mg3H2(SiO3)
4)

Supplier 14807-96-6 2.0 1.0 0.00782 g

Substance 3 Ethene,
1,1,2,2-
tetrafluoro-,
homopolymer

Supplier 9002-84-0 1.0 1.0 0.00391 g



Substance 3 Chlorite-group
minerals

Supplier 1318-59-8 0.5 1.0 0.001955 g

Substance 3 Carbon black Supplier 1333-86-4 1.0 1.0 0.00391 g

Substance 3 1,4-
Benzenedicarb
oxylic acid, 1,4-
dimethyl ester,
polymer with
1,4-butanediol

Supplier 30965-26-5 36.6 1.0 0.143106 g

Substance 3 Phosphoric
acid, zinc salt
(2:3)

Supplier 7779-90-0 0.5 1.0 0.001955 g

Substance 3 Aromatic
Brominated
flame retardant
with Antimony -
ISO 1043-4
code #FR(17)

Supplier 1043-4-FR17 18.0 1.0 0.07038 g

Substance 3 Quartz (SiO2) Supplier 14808-60-7 0.5 1.0 0.001955 g

Substance 3 2-
Propenenitrile,
polymer with
ethenylbenzen
e

Supplier 9003-54-7 1.0 1.0 0.00391 g

Sub-Item 1 #1
SHELL/PLUG/
FR/TN/ST/.120

1.0 1.9043 g

Material 2 Carbon Steel 1.0 1.824 g

Substance 3 Aluminum Supplier 7429-90-5 0.08 1.0 0.0014592 g

Substance 3 Sulfur Supplier 7704-34-9 0.02 1.0 3.648E-4 g

Substance 3 Carbon Supplier 7440-44-0 0.02 1.0 3.648E-4 g

Substance 3 Antimony Supplier 7440-36-0 0.01 1.0 1.824E-4 g

Substance 3 Phosphorus Supplier 7723-14-0 0.02 1.0 3.648E-4 g

Substance 3 Chromium Supplier 7440-47-3 0.15 1.0 0.002736 g

Substance 3 Cobalt Supplier 7440-48-4 0.1 1.0 0.001824 g

Substance 3 Arsenic Supplier 7440-38-2 0.01 1.0 1.824E-4 g

Substance 3 Molybdenum Supplier 7439-98-7 0.75 1.0 0.01368 g

Substance 3 Manganese Supplier 7439-96-5 0.4 1.0 0.007296 g

Substance 3 Silicon Supplier 7440-21-3 0.1 1.0 0.001824 g

Substance 3 Beryllium Supplier 7440-41-7 0.0010 1.0 1.824E-5 g

Substance 3 Iron Supplier 7439-89-6 98.1785 1.0 1.79077584 g

Substance 3 Nickel Nickel 7440-02-0 0.05 1.0 9.12E-4 g

Substance 3 Cadmium Cadmium/Cad
mium
Compounds

7440-43-9 0.01 1.0 1.824E-4 g

Substance 3 Mercury Mercury/Mercu
ry Compounds

7439-97-6 5.0E-4 1.0 9.12E-6 g

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.1 1.0 0.001824 g

Material 2 Tin Plate 1.0 0.0309 g

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.07 1.0 2.163E-5 g

Substance 3 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.2 1.0 6.18E-5 g

Substance 3 Tin Supplier 7440-31-5 99.73 1.0 0.03081657 g

Material 2 Copper Plate 1.0 0.0494 g

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.1 1.0 4.94E-5 g

Substance 3 Copper Supplier 7440-50-8 99.9 1.0 0.0493506 g

Sub-Item 1 09
PLUG,INSERT
,REAR

1.0 0.7911 g

Material 2 PA66-GF25 1.0 0.7911 g

Substance 3 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
0909

3.5 1.0 0.0276885 g

Substance 3 Benzenamine,
reaction
products with
aniline
hydrochloride
and
nitrobenzene

Supplier 101357-15-7 4.0 1.0 0.031644 g

Substance 3 Glass, oxide,
chemicals

Supplier 65997-17-3 25.0 1.0 0.197775 g

Substance 3 Poly[imino(1,6-
dioxo-1,6-
hexanediyl)imi
no-1,6-
hexanediyl]

Supplier 32131-17-2 61.5 1.0 0.4865265 g

Substance 3 Phosphorus Supplier 7723-14-0 6.0 1.0 0.047466 g



Sub-Item 1 #1
SHELL/REAR/
TN/ST/.120

1.0 1.72865 g

Material 2 Carbon Steel 1.0 1.6338 g

Substance 3 Aluminum Supplier 7429-90-5 0.08 1.0 0.00130704 g

Substance 3 Sulfur Supplier 7704-34-9 0.02 1.0 3.2676E-4 g

Substance 3 Carbon Supplier 7440-44-0 0.02 1.0 3.2676E-4 g

Substance 3 Antimony Supplier 7440-36-0 0.01 1.0 1.6338E-4 g

Substance 3 Phosphorus Supplier 7723-14-0 0.02 1.0 3.2676E-4 g

Substance 3 Chromium Supplier 7440-47-3 0.15 1.0 0.0024507 g

Substance 3 Cobalt Supplier 7440-48-4 0.1 1.0 0.0016338 g

Substance 3 Arsenic Supplier 7440-38-2 0.01 1.0 1.6338E-4 g

Substance 3 Molybdenum Supplier 7439-98-7 0.75 1.0 0.0122535 g

Substance 3 Manganese Supplier 7439-96-5 0.4 1.0 0.0065352 g

Substance 3 Silicon Supplier 7440-21-3 0.1 1.0 0.0016338 g

Substance 3 Beryllium Supplier 7440-41-7 0.0010 1.0 1.6338E-5 g

Substance 3 Iron Supplier 7439-89-6 98.1785 1.0 1.60404033 g

Substance 3 Nickel Nickel 7440-02-0 0.05 1.0 8.169E-4 g

Substance 3 Cadmium Cadmium/Cad
mium
Compounds

7440-43-9 0.01 1.0 1.6338E-4 g

Substance 3 Mercury Mercury/Mercu
ry Compounds

7439-97-6 5.0E-4 1.0 8.169E-6 g

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.1 1.0 0.0016338 g

Material 2 Tin Plate 1.0 0.05886 g

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.07 1.0 4.1202E-5 g

Substance 3 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.2 1.0 1.1772E-4 g

Substance 3 Tin Supplier 7440-31-5 99.73 1.0 0.05870108 g

Material 2 Copper Plate 1.0 0.03599 g

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.1 1.0 3.599E-5 g

Substance 3 Copper Supplier 7440-50-8 99.9 1.0 0.03595401 g



                                                                                                                                                                                                                                                                                                                                                                                                                                                                        

