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Supplier Information

Company Name TE Connectivity Request
Document ID

Contact Name Kiwi Lee Contact Title Senior Engineer Product
Compliance

Company
Unique ID

TE Connectivity Response Date 2016-02-12 Contact Email kiwi.lee@te.com

Contact Phone Number 886-2-87682788

Legal Statement

Supplier
Acceptance

true

Legal Statement

The information provided in this document is based upon reasonable inquiry of our suppliers. This information is subject to change. This information does not in any
way modify existing purchase specifications or existing contractual or other agreements terms between TE Connectivity (or its affiliated companies) and its customers.

Product

Manufacturer
Item number

292303-1 Amount 2028.81256 Version - Identity

Manufacturer
Item Name

USB A R/A
RCPT ASSY
THRU HOLE,
LEAD FREE

Weight Uom mg Mfr Site Authority

Date UOM Each

EURoHS-0508 Product(s) meets EU RoHS requirement without any exemptions

ChinaRoHS-
0508

Product(s) is eligible for marking with the e code under China's Measures for Administration of the control of pollution by Electronic Information
Products

EUREACH-0615 REACH Candidate Substances of Very High Concern ARE NOT Contained in the Product Above the Limits per the Definition within REACH

Product Disclosure

Sub-
Item/Material/
Substance

Level Name Substance
Category

Substance
CAS

Substance
Concentration

Quantity Mass per Unit UOM Exemption

Sub-Item 1 USB A R/A
RCPT SUB-
ASSY, LEAD
FREE

1.0 795.73956 mg

Material 2 Gold Plate 1.0 0.00704 mg

Substance 3 Gold Supplier 7440-57-5 99.7 1.0 0.00701888 mg

Substance 3 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.3 1.0 2.112E-5 mg

Material 2 Nickel Plate 1.0 1.552 mg

Substance 3 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.2 1.0 0.003104 mg

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.1 1.0 0.001552 mg

Substance 3 Nickel Nickel 7440-02-0 99.7 1.0 1.54734 mg

Material 2 Tin Plate 1.0 0.2024 mg

Substance 3 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.2 1.0 4.048E-4 mg

Substance 3 Tin Supplier 7440-31-5 99.73 1.0 0.20185 mg

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.07 1.0 1.4168E-4 mg

Material 2 Palladium-
Nickel Plate

1.0 0.03812 mg

Substance 3 Palladium Supplier 7440-05-3 80.0 1.0 0.030496 mg

Substance 3 Nickel Nickel 7440-02-0 20.0 1.0 0.007624 mg

Material 2 PBT-GF30 1.0 652.74 mg

Substance 3 Carbon black Supplier 1333-86-4 0.5 1.0 3.2637 mg

Substance 3 Antimony oxide
(Sb2O3)

Supplier 1309-64-4 3.5 1.0 22.8459 mg

Substance 3 Phenol, 4,4-(1-
methylethylide
ne)bis[2,6-
dibromo-,
polymer with
2,2-[(1-
methylethylide
ne)bis[(2,6-
dibromo-4,1-
phenylene)oxy
methylene]]bis[
oxirane]

Supplier 68928-70-1 12.0 1.0 78.3288 mg



Substance 3 1,4-
Benzenedicarb
oxylic acid,
polymer with
1,4-butanediol

Supplier 26062-94-2 54.0 1.0 352.4796 mg

Substance 3 Glass, oxide,
chemicals

Supplier 65997-17-3 30.0 1.0 195.822 mg

Material 2 Phos Bronze 1.0 141.2 mg

Substance 3 Copper Supplier 7440-50-8 94.6985 1.0 133.71428 mg

Substance 3 Manganese Supplier 7439-96-5 0.02 1.0 0.02824 mg

Substance 3 Chromium Supplier 7440-47-3 0.01 1.0 0.01412 mg

Substance 3 Tin Supplier 7440-31-5 4.5 1.0 6.354 mg

Substance 3 Arsenic Supplier 7440-38-2 0.0050 1.0 0.00706 mg

Substance 3 Iron Supplier 7439-89-6 0.1 1.0 0.1412 mg

Substance 3 Antimony Supplier 7440-36-0 0.01 1.0 0.01412 mg

Substance 3 Beryllium Supplier 7440-41-7 0.0010 1.0 0.001412 mg

Substance 3 Zinc Supplier 7440-66-6 0.3 1.0 0.4236 mg

Substance 3 Phosphorus Supplier 7723-14-0 0.1 1.0 0.1412 mg

Substance 3 Cobalt Supplier 7440-48-4 0.1 1.0 0.1412 mg

Substance 3 Cadmium Cadmium/Cad
mium
Compounds

7440-43-9 0.0050 1.0 0.00706 mg

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.05 1.0 0.0706 mg

Substance 3 Nickel Nickel 7440-02-0 0.1 1.0 0.1412 mg

Substance 3 Mercury Mercury/Mercu
ry Compounds

7439-97-6 5.0E-4 1.0 7.06E-4 mg

Sub-Item 1 USB A R/A
RCPT SHELL

1.0 1233.073 mg

Material 2 Nickel Plate 1.0 10.013 mg

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.1 1.0 0.010013 mg

Substance 3 Nickel Nickel 7440-02-0 99.7 1.0 9.98296 mg

Substance 3 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.2 1.0 0.020026 mg

Material 2 Phos Bronze 1.0 1206.65 mg

Substance 3 Phosphorus Supplier 7723-14-0 0.35 1.0 4.22327 mg

Substance 3 Iron Supplier 7439-89-6 0.1 1.0 1.20665 mg

Substance 3 Arsenic Supplier 7440-38-2 0.01 1.0 0.12066 mg

Substance 3 Manganese Supplier 7439-96-5 0.01 1.0 0.12066 mg

Substance 3 Cobalt Supplier 7440-48-4 0.1 1.0 1.20665 mg

Substance 3 Beryllium Supplier 7440-41-7 0.0010 1.0 0.0120665 mg

Substance 3 Antimony Supplier 7440-36-0 0.01 1.0 0.12066 mg

Substance 3 Tin Supplier 7440-31-5 7.0 1.0 84.4655 mg

Substance 3 Zinc Supplier 7440-66-6 0.3 1.0 3.61995 mg

Substance 3 Chromium Supplier 7440-47-3 0.0010 1.0 0.0120665 mg

Substance 3 Copper Supplier 7440-50-8 91.9625 1.0 1109.66551 mg

Substance 3 Nickel Nickel 7440-02-0 0.1 1.0 1.20665 mg

Substance 3 Cadmium Cadmium/Cad
mium
Compounds

7440-43-9 0.0050 1.0 0.0603325 mg

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.05 1.0 0.60332 mg

Substance 3 Mercury Mercury/Mercu
ry Compounds

7439-97-6 5.0E-4 1.0 0.00603325 mg

Material 2 Tin Plate 1.0 16.41 mg

Substance 3 Lead Lead/Lead
Compounds

7439-92-1 0.07 1.0 0.011487 mg

Substance 3 Contains No
Reportable
TE5081-2
Substances

Supplier TE5081-2-
1212

0.2 1.0 0.03282 mg

Substance 3 Tin Supplier 7440-31-5 99.73 1.0 16.36569 mg



                                                                                                                                                                                                                                                                                                                                                                          

